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We design and demonstrate a type of multiplexed hologram by nanoscatterers inside a dielectric-loaded plasmonic
waveguide with guided-wave illuminations. The mode division multiplexed hologram (MDMH) is fulfilled by the
scattering of guided waves to free space with respect to differentmodes. According to differentmode numbers, these
guided modes have different responses to the multiplexed hologram, and then give rise to different holographic
images in reconstructions. In experiments, we show two kinds ofMDMHs based onTM0∕TE0 andTE0∕TE1 modes
as examples. Our approach could enrich the holography method that favors on-chip integration.
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Controlling light to transfer more information has always
been the pursuit of people, not only in optical communi-
cations but also in imaging systems. Holography[1] is such a
general approach in optical phenomena that enables the
recording and reconstruction of the full amplitude and
phase information of an object. With the invention of
computer-generated holograms[2], people are able to create
holograms of virtual objects that do not exist in reality.
Compared with conventional holograms (e.g., by a spatial
light modulator), the recently developed metasurface[3–16]

with subwavelength pixels is able to carry optical informa-
tion with more flexible modulations in amplitude, phase,
polarization, etc., and a wider field of view (FOV) that pro-
vides people with a superb hologram[12–21] with enhanced
imaging performance. However, despite its ultra-thin
advantage, a metasurface still needs external illumination
from an outside light source, which is not conducive to its
on-chip integration. A surface plasmon polariton (SPP) is a
possible carrier for compact photonic integration due to its
strong field confinement at the metal surface. Progress has
been reported in its near-field manipulations such as focus-
ing[22], a Bragg mirror[23], and beam engineering[24–30]. More
recently, the near-field propagating SPPwave has also been
engineered for free-space[31] beams and even holographic
imaging[32–34] by carefully designing the surface scatterers.
It possibly indicates a kind of compact on-chip display de-
vices. Nevertheless, the huge Ohmic loss of the plasmonic
mode severely restricts its applications in large-area holo-
grams. In addition, the singlet TM polarization nature of
an SPP limits the capacity of multiple modes.
In fact, people have developed dielectric-loaded plas-

monic waveguides (DLPWs) to optimize the mode confine-
ment and propagation loss[35,36]. When the dielectric layer is
thick enough, a DLPW is able to carry more guided modes,
including the transverse electric (TE) field ones, which
have less mode field inside the metal part and exhibit a

much lower loss. Such a kind of mode demultiplexer has
been demonstrated in in-plane mode focusing[35], which in-
dicates a possible application of the out-of-plane hologram
like the SPP does[31,34]. In this Letter, we extend the multi-
plexed hologram by SPP scattering to the DLPW in which
both TM and TE and their higher-ordered modes can be
used for scattering holography. Unlike the previous SPP
propagation-dependent multiplexing[34], this new proposed
mode division multiplexed hologram (MDMH) can gener-
ate multiple free-space images in the same input direction
as the guidedmodes. Here, holographic images multiplexed
both in TM/TE and TE0∕TE1 modes are designed and
demonstrated by well-arranged nanohole scatterings for
proper guided-mode illuminations. Our approach provides
a new dimension of multiplexed recording that enhances
the information capacity.

First, it is necessary to introduce the diffraction process
to manipulate the guided-mode holograms in the DLPW.
A novel phase modulation method for propagating plane
waves by in-plane diffractions from nonperiodic nanoar-
rays was first introduced in SPP systems[26]. By defining
nanoscatterers at proper locations, the phase of the
propagating field can be selected for the diffracted beam
engineering, e.g., Airy SPP[26], collimated SPP[29,37], and
winding SPP[30]. This in-plane diffraction method was fur-
ther extended to out-of-plane beam engineering[31,38] and
holography[34] on one hand and to mode division multi-
plexing (MDM) focusing in DLPW systems[35] on the
other hand. Here, we incorporate the DLPW modes into
multiplexed holograms by defining the corresponding
phase evolution of the diffracted guided modes, which
can be written as

φobjðx; yÞ ¼ φ0 þ kGM·l þ 2mπ; (1)

where φ0 is the constant initial phase of the guide wave,
kGM is the wave vector of the guided mode, l is the
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propagating direction of the guided waves,m is the integer
number, and φobjðx; yÞ is the required phase distribution for
the hologram. From Eq. (1), it can be found that the phase
evolution is closely related with the wave vector of the
guided modes. Therefore, it is capable of recording informa-
tion from multiple objects into a single hologram pattern.
Before getting into the experimental details, we need to

analyze the mode properties in the DLPW. Figure 1(a)
shows the calculated theoretical mode curve. It is evident
that more guided modes are accommodated with increas-
ing dielectric layer thickness. There are two SiO2 layer
thicknesses marked in Fig. 1(a) that have different modes
in the waveguides. In the single-mode condition, the
200 nm thickness (the green line) is selected because there
is only one TE mode and one TM mode in the waveguide.
In the multimode condition, the 500 nm thickness (the
orange line) is selected. The loss factors of SPP, TE,
and TM modes have been measured and the experimental
details will be provided later. As shown in Fig. 1(b), the
symbols are the experimental data and the continuous
curves are the exponential fittings. According to the re-
sults, TE modes are able to propagate for about 60 μm,
nearly twice as much as SPPs (about 30 μm).
The experimental setup is shown in Fig. 2(a). Figure 2(b)

shows the design of the DLPW. The guided modes are

launched from a focused He–Ne laser (λ0 ¼ 633 nm) by a
coupling grating and then propagate into well-arranged
nanoscatterers. SiO2 (refractive index of n ¼ 1.46 at
λ0 ¼ 633 nm) is chosen as the dielectric layer. Figure 2(c)
schematically shows the scanning electron microscope
(SEM) image of a fabricated sample. In the experiment,
the grating and nanoscatterers were fabricated by a focused
ion beam (FIB, dual-beam FEI Helios 600i, 30 kV, 40 pA)
milling on a 300 nm thickness silver film that has been de-
posited on a 0.5mm thickness quartz substrate. By carefully
optimizing the experimental results, suitable structural
parameters of the nanoscatterers were determined. All
the rectangular-hole nanoscatterers were 300 nm in length,
100 nm in width, and 80 nm in depth. The orientations of
the nanoscatterers were with a uniform 45° as shown in the
zoom-in SEM image in Fig. 2(c), and can rotate the polari-
zation of the scattered image to 45° to filter out the back-
ground noise to some extent in imaging measurement.
Afterward, SiO2 was deposited by plasma enhanced chemi-
cal vapor deposition (PECVD, Oxford Plasmalab 80 Plus,
300°C) on the silver film.

According to the MDM method introduced above, the
designed object imaging could be reconstructed by a
proper guided wave illumination on a well-arranged nano-
scatterers hologram. It is necessary to mention that holog-
raphy has a broadband effect that might lead to crosstalk
when we use different modes for multiplexing. Fortu-
nately, such a reconstruction cannot be totally fulfilled
by other guided modes for their unsatisfied phase evolu-
tions. Here, taking the focusing case and a 200 nm thick-
ness single-mode waveguide for example, the effective
mode indices of TM0 and TE0 are 1.53 and 1.13, respec-
tively. The designed hologram is obtained by the interfer-
ence of a spherical wave from a point source (z ¼ 25 μm)
and a TM0 mode propagating along the þx direction
(30 μm× 30 μm in size) as shown in Fig. 3(a), which means
a reference TM0 mode propagating in the þx direction in

Fig. 1. (a) Calculated mode effective index of the DLPW with
respect to different SiO2 layer thickness including all TE and TM
modes. (b) The normalized loss measurement of SPP, TE, and
TM modes. The symbols are the experimental data and the
curves are the exponential fittings. The orange horizontal dotted
line means the guided wave’s intensity attenuated to 1∕e.

Fig. 2. (a) Illustration of the experimental setup; (b) a schematic
of the DLPW where multiple modes are launched by a grating in
the silver film from an incident laser beam and image over our
sample; (c) a top-view scanning electron microscope (SEM) image
of the couple-in grating and nanoscatterers in which the inset fig-
ure is the zoom-in image showing the details of the hologram units.

Fig. 3. Schematic of the guided-mode propagating through a
well-designed hologram for (a) TM0 and (c) TE0 along the þx
direction; (b) and (d) are the calculation results by the diffrac-
tion Huygens–Fresnel principle with respect to the hologram
structures under TM0 and TE0 illumination, respectively. The
size is 30 μm× 30 μm.
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the reconstruction process. When we excite the TM0 in the
þx direction, a free-space spherical wave can be recon-
structed by guided-mode scattering, which rightly gives rise
to a focusing spot, as shown in Fig. 1(b). However, if we
excite the TE0 [shown in Fig. 3(c)], the scattered wave will
focus on a deformed spot with a large location shift, and its
intensity is much lower than (only about 20%) that of the
TM0 mode [shown in Fig. 3(d)]. Therefore, this crosstalk
should be very weak and does not influence the demulti-
plexed holographic imaging. On this basis, we could pos-
sibly find a way to record multiple objects into a single
hologram structure on a DLPW by using different
guided-mode illuminations.
For a good MDMH, a suitable design of the nanoscat-

terers distribution is important. Figures 4(a) and 4(b)
show the 30 μm× 30 μm hologram pattern of a single
object letter ‘E’ with respect to the TE0 mode as the
reference wave and letter ‘M’ with respect to the TM0

mode as the reference wave, respectively. The overlapped
hologram pattern for two holographic images is shown
in Fig. 4(c) and the zoom-in figure is presented in
Fig. 4(d). The reference waves are both propagating along
the +x direction, so the phase curvatures are in similar
profiles, which makes them have less crossings [shown
in Fig. 4(e)]. Here, there are only about hundreds of cross-
ings between the two hologram profiles, which are not
enough to reconstruct the multiplexed images. Then we
select points from TE0’s hologram and TE1’s hologram
to cover the entire sample randomly and one by one, which
can guarantee that the ratio of them is 1∶1. After that, the
number of nanoscatterers is extended to about 3000. The
final designed hologram structure with a well-selected
nanoscatterers array is shown in Fig. 4(f).
Due to the different losses and polarizations of TM and

TE modes, two kinds of MDM holography are carried out
in experiments. One is the TM/TE-based MDMH, in

which the guided modes can be launched by the same gra-
ting (according to a certain bandwidth) coupling by differ-
ent polarization incidences. The sample was fabricated by
FIB etching on silver film with PECVD depositing a
200 nm thick SiO2 to guarantee the lowest TE mode
(TE0) supported. When a vertically polarized laser is inci-
dent on the grating of sample, the TE0 mode will be excited
and propagate into the well-designed nanoscatterer holo-
gram [shown in Fig. 5(a)]. When the polarization of the
incident laser turns to horizontal, the coupled mode will
change to TM0 [shown in Fig. 5(c)]. Since the TM mode
has a larger loss, this hologram sample was designed in
a size of 30 μm× 30 μm, identical to the previous SPP
case[34]. To demonstrate this approach, a multiplexed holo-
gram encoding phase information on 10 μm× 10 μm
capital letters ‘E’ and ‘M’ is designed. Figures 5(b) and
5(d) show the experimental results of the demultiplexed
holographic images at an image plane at 25 μm distance.
Although there is some background noise, two holographic
images composed of a series of points can be clearly ob-
served with almost no crosstalk.

The other approach is to multiplex multimodes in the
same polarization and take the TE0∕TE1-based MDMH
as an example. The SiO2 thickness is chosen to be
500 nm to support both TE0 and TE1, whose effective
refractive indices are 1.38 and 1.09, respectively. In the
experiments, to exactly excite these two modes, two gra-
tings with a large number of slits (41 in total) with differ-
ent grating constants were used to launch the TE0 and

Fig. 4. (a) and (b) The 30 μm× 30 μm hologram patterns of a
single object letter ‘E’ with respect to the TE0 mode as the refer-
ence wave and letter ‘M’ with respect to the TM0 mode as the
reference wave, respectively; (c) the overlapped hologram pattern
for two holographic images, and (d) the zoom-in figure; (e) shared
scatterers between two hologram patterns; (f) the final designed
hologram structure with a well-selected nanoscatterers array.

Fig. 5. (a) and (c) The SEM images of a couple-in grating and a
multiplexed hologram by TE0 and TM0. The size of the nano-
scatterers array is 30 μm× 30 μm due to the loss of TM mode.
The red arrow in the upper-right corner represents the polariza-
tion of the incident lights and the red arrow in the center-left
with the letters ‘TE’ or ‘TM’ represents the excited guided mode.
(b) and (d) The experimental measurements of the capital letters
‘E’ and ‘M’ images decoded from the multiplexed hologram ac-
cording to TE and TM mode excitation, respectively.
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TE1 modes according to their different wavenumbers, as
shown in Figs. 6(a) and 6(c), respectively. Owing to the
lower loss of TE modes, the hologram sample is designed
in an expanded size of 60 μm× 60 μm, and the size of the
holographic images are also expanded twice as before at
the imaging plane of 50 μm distance. The experimental
results of the number ‘0’ image reconstructed by TE0 sin-
gle mode excitement and the number ‘1’ image recon-
structed by the TE1 single-mode excitement are vividly
shown in Figs. 6(b) and 6(d), respectively. From the fig-
ures, two images can be clearly distinguished and almost
no crosstalk in despite of some background noise, which
indicates that the higher-ordered MDMH is successful.
It is difficult to make an accurate analysis of the whole
device efficiency due to the complex processes of
guided-mode coupling, propagation, and scattering. To
give a rough estimation according to our experimental
data, the total efficiency would be approximately 2%–
3%, and it can be further improved by optimizing the cou-
pling and scattering processes. Nevertheless, what should
be mainly emphasized here is this newly proposed MDM
holographic design.
In conclusion, we theoretically proposed and experi-

mentally demonstrated mode division multiplexed holo-
grams based on DLPW. Both TM/TE and TE0∕TE1
multiplexed holograms were successfully obtained with al-
most no crosstalk. Thanks to the low-loss property of the
TE mode, a much larger hologram pattern of 60 μm×
60 μm size is presented, which indicates the possibility
of upsizing the scale of such kinds of on-chip holographic
devices, and can even be thoroughly extended to the all-

dielectric waveguide systems. Although there is still some
background noise, we believe it could be further opti-
mized, and the multiplexing capability can be further up-
graded by incorporating with the previous multiplexing in
propagation directions and scattering polarizations.
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